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LIQUID COMPONENTS

TEST METHOD

COMPONENT A

COMPONENT B

Viscosity, cps @ 74°F cps

ASTM D-2196

Spindle #2 @ 300 rpm

200-300 550+/- 100

Specific Gravity @ 74°F

ASTM D-1638

1.24 g/cc 1.08 g/cc

Color Visual Dark Brown Light Brown
Weight Per Gallon From Specific Gravity 10.33 8.90
Reactivity (Rise Time) Hand Mix 4-6 Sec 2—4 Sec

CURED FOAMS TYPICAL PHYSICAL PROPERTIES:

(Data Derived From Laboratory Samples)

PROPERTY TEST METHOD RESULTS
Density ASTM D-1622 1.8 pcf
Compressive Strength, ASTM D-1621 32 psi
Parallel
K Factor Initial R-Value, ASTM C-518 0.160
Aged Calculated 6.25
Tensile Strength ASTM D-1623 46 psi
Closed Cell Content ASTM D-1940 >90%
Dimensional Stability ASTM D-2126 + 4% max
Burtin Polymer Laboratories
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